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(57) ABSTRACT 

A tubular implant having an axial end to Which is attached a 
ring of spoons of a material different from that of the implant. 
In another aspect, the invention provides a method of attach 
ing elements to an axial end of a tubular implant comprising 
the steps of providing said elements on one end of a support 
tube having a radius substantially that of the implant in its 
unexpanded con?guration, abutting the implant and elements 
end-to-end, ?xing the elements to the implant; and parting the 
elements from the support tube. In a third aspect, the inven 
tion provides an implant carrying an element of another mate 
rial, the element and implant having complementary tapered 
mating surfaces for achieving a taper form ?t of the element 
onto the implant. 

26 Claims, 3 Drawing Sheets 
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IMPLANT WITH ATTACHED ELEMENT AND 
METHOD OF MAKING SUCH AN IMPLANT 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions 
made by reissue. 

FIELD OF THE INVENTION 

This invention relates to an implant, such as a stent formed 

from a stent material, to Which is attached at least one ele 

ment, such as a marker, made from a different material, such 
as a material having a radiopacity greater than that of the 
implant material. The invention also relates to a method of 
making such an implant. 

Although the present invention has particular usefulness 
for attaching radiopaque markers to stents, it also has appli 
cation to implants (?lters, for example) other than stents, and 
to elements other than markers. Such elements could function 
as, for example, drug delivery vehicles, trauma inhibitors, or 
connectors to link the implant to another implant or to an 
implant extraction tool. 

BACKGROUND ART 

WO-A-95/03010 discloses a stent in the form of a metal 
tube having a long axis, a luminal surface and an abluminal 
surface, and a tube Wall thickness, the tube carrying Within the 
Wall thickness a radiopaque marker made of a metal more 
radiopaque than the metal Which forms the tube. 

The stent of WO 95/03010 is created from a ?at sheet of 
stainless steel material, by photochemical etching aWay of 
selected areas of the metal sheet, to leave behind an open 
lattice-Work pattern, Which is then rolled up into a tubular 
shape. A small round opening is provided at each end of the 
lattice area. Into each of these openings (called “eyelets”) can 
be pressed a radiopaque marker of material such as gold, 
platinum, tungsten or iridium. The markers are positioned in 
the eyelets by crimping. 

EP-A-800 800 also addresses the problem of poor radio 
pacity of stents, but advocates a different solution. In a nickel 
titanium shape memory alloy stent, it is proposed to provide, 
at one end at least of the cylinder Which de?nes the stent, at 
least one detection element Which has the shape of a tongue 
extending substantially in the longitudinal direction of the 
stent, this detection element having a Width, in the circum 
ferential direction of the stent cylinder, Which is greater than 
the characteristic Width, in the circumferential direction of the 
stent, of each of the struts Which make up the lattice Work 
pattern of the stent. It is the greater circumferential Width of 
the tongue Which renders it more radiopaque than the thinner 
struts of the lattice of the stent. 
EP-A-847733 Biotronik discloses a stent Which is an aper 

tured cylinder of titanium, to each end of Which is Welded a 
meander-form ring of tantalum. The radiopacity of tantalum 
being much greater than that of titanium, this construction 
alloWs the locations of the ends of the stent cylinder to be 
determined radioscopically. 
WO-A-00/ 64375 ACS Was published Nov. 2, 2000, that is, 

after the present priority date. It discloses a stent made from 
Wire or tube but With end rings of a material more radiopaque 
that its lengthwise centre section. Materials suggested for the 
centre section comprise NiiTi shape memory alloy (Nitinol) 
and stainless steel. Materials suggested for the end rings 
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comprise tantalum, platinum, gold and platinum-iridium. To 
attach the end rings to the centre section, it is suggested to use, 
inter alia, laser Welding. 
EP-A-709 068 Medinol discloses providing stent ends With 

“protrusions having enough metal therein to make them 
X-ray visible”. Gold and tantalum are mentioned as materials 
Which are more visible under X-ray illumination than the 
stainless steel metal of the stent. 
The disclosure ofU.S. Pat. No. 6,022,374 is similar to that 

of WO-A-95/03010 mentioned above, in that it discloses an 
insert of radiopaque material Within an eyelet formed in the 
stent. Mentioned as radiopaque materials are gold, platinum 
and alloys thereof. 
DE-U-29904817 discloses a stent With axially extending 

projections at one end, at least. These projections can exhibit 
a thickening at their outer cantilevered ends. This concept can 
be compared With the disclosure of EP-A-800800, mentioned 
above. 

U.S. Pat. No. 5,741,327 FrantZen discloses a stent With 
radiopaque markers attached to the ends of the body of the 
stent. In one embodiment, a circumferentially continuous 
serpentine marker element is attached to each end of the stent. 
This marker element can be of gold, silver, platinum or an 
alloy thereof. It is disclosed that the body of the stent can be 
from a nickel-titanium alloy. The circumferential marker is 
radially expansible along With the body of the stent. A cir 
cumferential marker is attached to an end of the stent body 
using one of a number of techniques including brazing, 
mechanical fastening, Weaving or epoxy adhesive. One spe 
ci?c system of attachment disclosed involves the use of 
“receivers” that extend from the ends of the stent body. These 
receivers are con?gured to receive “tabs” provided on the 
marker ring. Each tab has a neck and a knob at the end of the 
neck and the knob is received into a co-operating rounded 
space of the receiver of the stent body. A laser is used to 
achieve local melting so that the receiver and tab are fused 
together. 
The disclosures of WO 97/33534 is similar to that of W0 

95/ 03010, in that it includes radiopaque rivets set in a stent of 
less radiopaque material. 

SUMMARY 

It is one object of the present invention to provide an 
implant, such as a stent, With an element of different material, 
securely ?xed to the implant as such. 

It is a more particular object of the present invention to 
provide a nickel-titanium shape memory alloy stent With a 
radiopaque marker Which is compatible With the alloy of the 
stent; and biologically acceptable, and Which is more effec 
tive and reliable than previous proposals. 

According to one aspect of the present invention there is 
provided an implant as de?ned in claim 1 beloW. In a second 
aspect, there is provided an implant as claimed in claim 17 
and, in a third aspect a method of attaching elements to an 
implant is provided, as claimed in claim 16. 

With a ring of elements in the form of spoons, attached at 
one end of a tubular implant such as a stent, a more or less 
complete ring of attached material is presented in the radially 
compact delivery disposition of the stent, yielding potentially 
enhanced radiopacity. Even in the expanded disposition of the 
stent, a relatively small number of Wide area spoons, say four, 
delivers relatively good radiopacity. However, the radiopacity 
in the compact disposition is particularly high, so that the 
present invention opens up the possibility to eliminate the 
previously indispensable radiopaque marker ring on the stent 
delivery system Which reveals the location of an end of the 
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stent. This in turn opens up the Way to make delivery systems 
Which are simpler in construction than the systems used up to 
now. 

If inter?tting shapes of the stent ends and attached ele 
ments are cut by a laser With its line of action alWays radial to 
the stent cylinder, then a tapered or beveled form ?t betWeen 
the stent and each attached element is achieved, enhancing the 
security of attachment and the precision of placement of each 
element attached to the stent. 

This tapered form ?t is particularly helpful When it is such 
that disengagement of the form-?t occurs by a radially-out 
Ward movement of the element relative to the stent cylinder. 
This is because, When the stent expands into its installed 
con?guration, there is radially-inward pressure on the 
attached element from the surrounding bodily tissue, Which 
resists its disengagement from the stent. This resistance 
complements and reinforces Whatever other system is 
employed to ?x the element to the stent. 

Systems to ?x an element to an implant can include Weld 
ing, braZing, soldering, glueing, friction Welding or variations 
of mechanical interlocks and press-?t con?gurations. 
When creating stent lattices from sheet material, tubular 

sheet starting material is often considered advantageous. 
HoWever, ?at sheet material also is advantageous in some 
systems, such as those in Which the stent element is rolled up 
like a carpet. When laser-cutting the lattice, the above-men 
tioned tapered form ?t can be readily engineered When cut 
ting the sheet in planar form. 

In a particularly advantageous embodiment, a stent is 
formed from sheet material in the form of a tube, and is 
provided at each end With a plurality of marker carrier por 
tions, to each of Which is mounted a radiopaque marker of 
radiopaque material, in the form of a spoon. Each of the 
carriers has a luminal surface, an abluminal surface, and a 
peripheral surface through the thickness of the stent tube. It is 
this peripheral surface Which provides one of tWo comple 
mentary mating surfaces for making the stent/ marker attach 
ment. The complementary marker itself has tWo major sur 
faces, one of Which is luminal and the other is abluminal, and 
a peripheral surface around the major surfaces. HoWever, 
Within the area of the major surfaces is a cavity portion. The 
periphery of this cavity de?nes a female element for engage 
ment With a male portion of the stent tube marker carrier 
portion, the male and female peripheral surfaces providing 
complementary tapering form-?t surfaces. 

Preferably each such ring of markers has four marker 
spoons in it. Increasing beyond four reduces the siZe of each 
marker. In the expanded con?guration of the stent, visibility 
of the stent increases With the physical area of each separate 
marker, so large markers are preferred because they make the 
expanded stent more visible. 

It is preferred that the markers together make a more or less 
continuous ring around the stent in its small diameter con 
?guration prior to its deployment by expansion. 

According to the second aspect of the present invention 
there is provided a method for making from sheet material a 
tubular implant, such as a stent, Which expands, during its 
deployment, from a smaller radius delivery disposition to a 
larger radius deployed disposition, the method comprising 
the steps of: 

1. providing at least one terminal element on one end of a 
support of sheet material arranged as a cylinder With its 
radius being that of the said delivery disposition; 

2. presenting the tubular implant in its smaller radius, end 
to-end With the support, such that the terminal element 
abuts the implant; 

3. ?xing the terminal element to the implant; and 
4. parting the terminal element from the support. 
One of the problems involved in ?xing radiopaque markers 

to stents is the dif?culty of aligning the markers With the stent 
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4 
in order to ?x the markers to the stent in exactly the right 
orientation and position relative to the stent as such. This 
second aspect of the invention ameliorates this problem by 
presenting markers as terminal elements on one end of a 
cylindrical support of sheet material Which has the same 
radius as the stent in its unexpanded disposition. This is 
because it is relatively easy to arrange in co-linear fashion the 
cylinder of the stent and the cylinder of the support and, With 
both of these items having the same radius, the cylindrical end 
surface of the support Would be in abutment With the cylin 
drical end surface of the stent. NoW, if the cylindrical end 
surface of the support exhibits a plurality of terminal elements 
Which are destined to become elements attached to the stent, 
the process of ?xing these markers to the stent can be effected 
by Welding the elements to the end of the stent, While they are 
in end-to-end abutment With the stent end. Then, When this 
Welding step has been completed, it shouldbe a simple further 
step to part the marker elements from the support cylinder, for 
example, by laser-cutting through the thickness of the sheet 
material Which forms the support. 

It Will be appreciated that the terminal elements Will have 
the curvature of the support cylinder, Which curvature Will 
correspond to the curvature of the stent in its delivery dispo 
sition. Thus, When the stent expands to its deployed disposi 
tion, and the curvature of the terminal elements remains 
unchanged, these elements Will have a radius of curvature 
someWhat smaller than the radius of the expanded stent cyl 
inder. HoWever, this discrepancy in curvature Will not be 
signi?cant because the terminal elements Will be, to a greater 
or lesser extent, embedded in the bodily tissue forming the 
Wall of the lumen in Which the stent is deployed. Indeed, the 
elements might have no curvature at all. This Would be the 
case if, for example, the main stent manufacturing steps are 
performed on ?at sheet material, While it is planar, With the 
stent lattice then being rolled up for installation into a delivery 
system. The rolling up step Would impart a curvature to the 
stent, but not necessarily to the attached elements. 
The invention is particularly Well adapted to the technical 

?eld of shape memory alloy stents, speci?cally those made of 
Nitinol, and the attachment to them of terminal marker ele 
ments of tantalum. 

In order to make Nitinol stents more visible to radiation, by 
the provision of tantalum markers, one Would Wish to import 
a greater mass of tantalum, but Without any increase in the 
Wall thickness of the stent at the locations of the markers. The 
ideal stent has minimal Wall thickness, not only for keeping 
the stented bodily lumen as open to ?uid as possible, but also 
to keep the stent delivery system With as small a cross-sec 
tional pro?le as possible. The present invention furthers this 
objective, in the folloWing Way. 
The cylinder of sheet material Which provides the terminal 

elements and support tube is amenable to laser-cutting of the 
terminal elements out of the material of the tube. Accordingly, 
virtually all of the material forming the circumference of the 
tube is available for contribution to the making of the terminal 
elements. The terminal elements can take up the entire cir 
cumference of the support tube, except for the thickness of the 
laser cuts betWeen adjacent terminal elements around the 
circumference. Accordingly, for the stent in its small radius 
delivery disposition, there could be virtually an entire circum 
ference of radiopaque tantalum marker material provided at 
each end of the stent, With the only breaks in the continuous 
ring around the circumference being the laser cuts betWeen 
adjacent marker elements. 

In one speci?c embodiment, there is laser-cut from the 
support tube a pattern of four terminal marker elements, each 
extending around one quarter of the circumference of the 
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support tube. Each of these marker elements takes up virtu 
ally ninety degrees of the circumference of the stent in its 
delivery disposition. 

The exact shape of the outline of each terminal element, 
and the exact shape of the abutment surface on it Which 
contacts the corresponding abutment surface of the end of the 
implant, is a matter of design freedom and choice. At the 
moment, for implants Which are stents, and attached elements 
Which are radiopaque markers, it is contemplated to provide 
each element With more or less straight sides to face the 
adjacent marker elements around the circumference of the 
stent, but With an arcuate end surface and a female rebated 
internal abutment surface to receive a corresponding arroW 
head shape male marker carrier portion on the end ring of the 
stent. Such a pattern of shape features is described in more 
detail beloW by reference to the accompanying draWings. 

With a male/ female inter?t of the marker element and stent 
end ring carrier portions, With rebated surfaces, and With the 
respective peripheral mating surfaces extending along radial 
lines to the stent cylinder, a snap ?t interengagement of the 
stent cylinder and support cylinder can be arranged, further 
helping to accomplish the objective of precise position and 
orientation of the marker elements relative to the stent cylin 
der. 

In any event, a convenient Way to ?x permanently and 
reliably the tantalum marker elements to a Nitinol stent cyl 
inder is by laser-Welding. When laser-cutting the lattice of a 
stent from a cylinder of sheet material, the line of action of the 
laser is invariably on a radius of the tubular Workpiece. If the 
co-operating surfaces of the stent, and of its spoons, end 
elements or markers, are both cut With a laser on a radial line 
of action, then there Will tend to be a self-centering and 
self-aligning effect When the support tube is offered up, end 
to-end to the stent in its small radius of compressed con?gu 
ration. This effect enhances the value of the method of the 
present invention in building stent assemblies to precise tol 
erances and With its end elements securely attached. 

For a better understanding of the present invention, and to 
shoW more clearly hoW the same may be carried into effect, 
reference Will noW be made, by Way of example, to the 
accompanying draWings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a vieW from the side of a stent tube, looking along 
a line Which intersects the long axis of the tube and is perpen 
dicular to it the stent being in its smaller radius delivery 
con?guration; and 

FIG. 2 is the vieW of FIG. 1, but With the stent in its 
deployed, relatively large radius disposition; 

FIG. 3 is a micrograph taken on a section through the line 
III-III shoWn in FIG. 2; 

FIG. 4 is a micrograph taken on a section through the line 
IV-IV shoWn in FIG. 2; and 

FIG. 5 shoWs schematically a stepWise manufacturing pro 
cess. 

DETAILED DESCRIPTION 

Skilled readers Will appreciate that the material of the stent 
tube and its markers lies all in a circular cross-section With a 
Wall thickness as small as possible, so as to be consistent With 
the objective of maintaining a bodily lumen as open as pos 
sible. The stent cylinder can be formed from seamless tubular 
starting material, or from ?at material rolled into a tube 
(Which thus exhibits some sort of seam). 
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Skilled readers Will also be Well aWare that there have been 

a very large number of proposals for strut patterns in the 
tubular con?gurations of stents. Whereas FIG. 1 shoWs an 
expandable strut pattern in a form Which is particularly pre 
ferred for the present Applicant, nevertheless any other strut 
pattern Will have points in it Which de?ne an end to the 
cylinder of the stent, and therefore Will have points at the ends 
of the stent cylinder Where markers can be attached. 

Readers Will also appreciate that self-expanding stents are 
delivered to stenting locations in a radially compressed form, 
so that the aggregate length, in the circumferential direction, 
of all of the markers in any particular ring around the axis of 
the stent tube cannot exceed the circumference of the stent 
tube in its compressed delivery con?guration. In the embodi 
ment shoWn in FIG. 1, each of the four markers has a circum 
ferential length just less than the circumferential length of 
three cycles of the ZigZag pattern Which de?nes the end ring of 
the stent cylinder so that, When the stent cylinder is com 
pressed, With all the struts of the ZigZag ring laying close to 
each other, the adjacent radiopaque markers Will also lie 
closely adjacent each other in the circumferential direction. 
As can be seen in FIG. 1, the end ring 12 of the stent 

cylinder 10 is constituted by a succession of struts 14 Which 
ZigZag their Way around the full circumference of the ring 12. 
There is a vertex 16 Where each tWo successive struts inter 
sect, With the end of the stent cylinder being de?ned by the 
succession of vertices 16. A marker carrier portion 18 is 
located at every third end vertex 16, and ?tted to each carrier 
portion 18 is a marker element 20. In the illustrated embodi 
ment, the stent is made from Nitinol, nickel-titanium shape 
memory alloy, and each marker element is of tantalum. In 
other embodiments, the stent could be of stainless steel. The 
attached elements could be of tantalum, platinum, gold or 
iridium, for example. 

Referring noW to FIGS. 3 and 4 together, the tantalum 
marker 20 has a luminal surface 22 and an abluminal surface 
24, With the abluminal surface 24 being in line With the 
abluminal surface 26 of the stent cylinder and the luminal 
surface 22 of the markerbeing in line With the luminal surface 
28 of the stent cylinder. FIG. 4 shoWs that the peripheral 
surface 30 of the carrier portion 18 is tapered inWardly from 
the abluminal surface 26 to the luminal surface 28 of the stent 
cylinder. The marker 20 has a co-operating complementary 
tapered mating surface 32, therefore also de?ning part of a 
cone With its vertex lying radially inside the stent cylinder. It 
Will be appreciated that achievement of the form ?t-shoWn in 
FIG. 4 is by advancing the carrierportion 18 radially inWardly 
into the cavity de?ned by surface 32 of the marker 20 until 
there is a tight ?t betWeen the tWo complementary tapered 
surfaces 30 and 32, corresponding With a lining up of the 
luminal and abluminal surfaces of the stent cylinder and 
marker. 

In FIG. 4 surfaces 24 and 26 face a bodily lumen Wall. The 
stent cylinder 10 With its end ring 12 and its carrierportions 18 
are serving to hold back the bodily lumen Wall tissue from 
radially inWard encroachment (rightWards in FIG. 4). The 
tissue presses radially inWard also on the marker 20, tending 
to dislodge the form-?t. HoWever, in laser-Welding the tanta 
lum spoon 20 to the Nitinol carrier portion 18, melting and 
How of Nitinol around the tantalum spoon achieves re-entrant 
locking surfaces, as can be seen on the photomicrograph, 
Which effectively resist such dislodging. 
The present invention aims to assist the attachment of 

tantalum markers to Nitinol stents, for example by laser 
Welding, and make it even more reliable and secure. The 
melting point of tantalum is around 3000° C., and that of 
Nitinol around 12000 C., rendering it dif?cult to achieve a 
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good bond purely by Welding. However, the tapered close ?t 
betWeen the tWo metals, and the How of Nitinol around the 
tantalum during Welding, achieves a secure mechanical inter 
lock betWeen the stent and the marker 20. 

It is conventional to form the lattice patterns of Nitinol 
stents by laser-cutting. The line of action of a laser for cutting 
the tapered mating surfaces 30 of the carrier portion 18 in the 
stent are achieved by aligning the laser in the normal radial 
direction of intersecting the long axis of the stent tube. 
As to the number of markers in one circumference of the 

stent, optimum radiopacity is accomplished When the mark 
ers at each end of the stent make up a virtually unbroken solid 
ring of marker material around the full circumference. In the 
case shoWn there is a marker on every third end vertex of the 
stent, With 4 markers at each end of the stent, and 12 ZigZag 
vertices around the circumference of the stent. This, hoWever, 
is not to exclude the possibility of feWer markers at each end 
of the stent, including the extreme case, seen in Wo 95/03010, 
mentioned at the beginning of this speci?cation, that there is 
only one marker at each end of the stent cylinder. 

Turning noW to the second aspect of the invention, and to 
the assembly of the markers 20 onto the stent 10, one can see 
from FIG. 1 hoW the four markers 20 at each end of the stent 
cylinder form a virtually unbroken ring of material having a 
diameter exactly the same as that of the stent cylinder 10 in the 
delivery disposition of FIG. 1. 

FIG. 5 shoWs the four adjacent markers 56 are all cut from 
a single tube of tantalum material having the same radius as 
the stent cylinder 10, a laser having been used to cut around 
the periphery of each marker, including the rebated portion in 
the centre of the marker Which receives the marker portion 18 
of the stent. The only place Where the thus cut marker element 
56 remains attached to the carrier tube is at the central tip 40 
(FIG. 1) of the arcuate surface 42 Which de?nes the peripheral 
end surface of the marker 20 remote from the stent cylinder 
10. 
A support cylinder 54 Which includes the four markers 20, 

56 attached at their tips 40 is offered up to the stent cylinder 
10, the tWo cylinders being co-linear and coaxial. There is 
then a snap ?t of the markerportions 18 of the stent 10 into the 
receiving recess of each marker 20. Once the marker portions 
18 are secure Within the recesses of the respective markers 20, 
a laser can be deployed to produce a laser Weld betWeen the 
marker portion 18 and the marker 20. During Welding; the 
Nitinol adjacent the tantalum marker melts locally and to a 
limited extent ?oWs around the tantalum, thereby effectively 
form-locking the marker to the stent. With this laser Welding 
accomplished, a laser can then be brought into play, to part at 
marker tip 40 each individual marker 20 from the carrier tube 
54 Which has supported it up to that point. With this parting 
aWay of the markers 20 from their carrier tube, the stent can 
then be separated from the carrier tube, With the markers 20 
securely Welded to the stent 10. 

Readers Will immediately appreciate from the above 
description, taken in conjunction With the draWings, that the 
markers 20 have the general form of a spoon. That is to say, 
the markers have tWo major dimensions and one minor 
dimension, namely, the thickness in the radial direction of the 
stent. The tWo major surfaces have a length direction in the 
length direction of the stent and are more or less ?at in that 
direction. HoWever, in the transverse direction, circumferen 
tial With respect to the stent cylinder, the markers are curved 
so that they exhibit a luminal surface Which is concave and an 
abluminal surface Which is convex. This curvature is also 
exhibited in the transverse direction of a cutlery spoon. 

Further, each marker 20 has a near end surface in Which is 
something akin to the shaft of a cutlery spoon, namely, the 
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marker portion 18 of the stent. Opposite this end surface is 
another end surface, relatively remote from the stent, Which is 
not attached to the stent and is arcuate on its periphery. This is 
reminiscent of the arcuate (in the sense of presenting an 
outWardly convex shape) peripheral end surface of a cutlery 
spoon, remote from the shaft of the spoon. 

In FIG. 5 are shoWn seven steps, in FIGS. 5(1) to 5(7), ofa 
process for manufacturing an implant in accordance With the 
invention, Which is a stent of Nitinol having at each of its ends 
a ring of tantalum spoons. 

Step 1 is to cut With a laser a tube of Nitinol material in 
order to produce a stent precursor 50 having at each ends a 
ring of four marker carrier portions 52 each having a shape 
Which has some slight resemblance to an arroWhead shape. In 
the example shoWn here, the Nitinol tube has a Wall thickness 
of 0.24 mm and a nominal diameter of 1.6 mm. 

FIG. 5(2), shoWing step 2, shoWs a tube of tantalum 54 
Which has the same 1.6 mm nominal diameter and 0.24 mm 
Wall thickness but a shorter length than the stent precursor 50. 
At one end of the tantalum tube 54 has been laser-cut a ring of 
four spoons 56. A narroW bridge of material 58 at the tip 40 on 
the arcuate end surface of each spoon connects each spoon 56 
to the tube 54, and a similar narroW bridge 60 links each spoon 
56 at its Widest point to the corresponding point on the next 
adjacent spoon 56 on each side. In this Way, the spoons are all 
linked up in a ring and each individually still part of the 
tantalum tube 54. 

In FIG. 5(3), step 3 of the manufacturing process includes 
placing a core 62 inside the tantalum tube 54, and a surround 
ing sleeve 64 radially outside the tube 54. The core 62 and 
sleeve 64 do not extend as far as the ring of spoons 56 but 
terminate just short of that ring. Likewise, Nitinol tube 50 
receives a core 66 and a surrounding sleeve 68 Which again 
stop just short of the ring of carrier portions 52. In a jig, the 
tWo spaced cores 62 and 66 are linked through their outer ends 
so as to be maintained co-axial and co-linear, Which therefore 
assures that the ring of carrier portions 52 and ring of spoons 
56 are themselves co-axial and co-linear. FIG. 5(3) shoWs 
each of the carrier portions 52 tilted slightly radially out 
Wardly, to indicate that this is feasible, for offering up the 
carrier portions 52 into the corresponding recesses of the 
corresponding spoons 56, as explained above, and as shoWn 
in FIG. 5(4). 

In FIG. 5(4), it is shoWn hoW manual manipulation of the 
carrier portions 52 can be used to get them into the corre 
sponding recesses of the spoons 56, When the cores 62 and 66 
are brought closer to each other in the above-mentioned jig. 
This manual manipulation, of each individual carrier portion 
52 in turn, is carried out manually, under a microscope. 

FIG. 5(5) shoWs the carrier portions 52 duly ?tted Within 
the corresponding recesses of the spoons 56. 

FIG. 5(6) differs from the preceding method step of FIG. 
5(5) by the presence of a Welding bead 70 Which connects 
each one of the spoons 56 With its corresponding carrier 
portion 52, around the periphery of the arroWhead of the 
carrier portion 52. This Welding bead is a result of a laser 
Welding step Which occurs betWeen illustrated steps 5 and 6 
but is not shoWn as such in FIG. 5. In itself, it Will be familiar 
to readers skilled in Nitinol stent manufacture. 

FIG. 5(7) differs from FIG. 5(6) in that the cores 62 and 66 
and the rings 64 and 68 have been removed, to leave a ring of 
spoons 56 duly Welded to one end of the Nitinol tube stent 
precursor 50. With a laser, the bridges 58 and 60 are cut 
through, so as to release each spoon from the tantalum tube 54 
and the spoons adjacent to it. 

Clearly, if it desired to place a ring of spoons at the other 
end of the stent tube 50 then the process can be repeated at this 
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other end. Indeed, in FIG. 5, a ring of carrier portions 72 is 
shown at the other end of the stent tube 50. 
Once the spoons have been placed as desired on the pre 

cursor tube 50 of the stent, then this precursor tube can be 
subjected to the normal successor manufacturing steps, 
including the step of expanding the stent precursor to a 
desired larger diameter and then annealing it at that diameter 
in order to “set” a stent shape in the austenitic phase of the 
Nitinol material, Which is the shape that it is desired the stent 
should revert to, in the body, upon deployment from a stent 
delivery system. Such a set shape might include a central 
cylindrical portion of the stent, and ?ared portions at each 
end, With the ring of carrier portions 52 and spoons 56 them 
selves forming part of the ?ared portion of the end of the stent. 
As tantalum has a melting point so much higher than that of 
Nitinol, there is no likelihood that the Nitinol annealing step 
Will in any Way adversely affect the spoons and Welding beads 
at each end of the stent cylinder. 

The scope of protection of the claims Which folloW is not to 
be limited to the embodiments described in detail above. 
Readers Will appreciate that the detailed description is to 
assist in realising embodiments Within the scope of the claim 
rather than to set a limit on the scope of protection. 

The invention claimed is: 
1. A method of attaching elements to an axial terminal end 

of a tubular implant comprising: 
providing said elements on one end of a support tube hav 

ing a radius substantially that of the implant in its unex 
panded con?guration, adjacent of said elements uncon 
nected, 

abutting the implant and elements end-to-end, 
?xing the elements to the implant, the elements and 

implant having tapered mating surfaces tapering in a 
radial direction of the implant, and 

parting the elements from the support tube. 
2. A method as claimed in claim 1, Wherein the elements 

comprise spoons. 
3. An implant comprising: 
a Wire or sheet material arranged in the form of a metal tube 

having a long axis, a luminal surface and an abluminal 
surface, and a radial Wall thickness betWeen said sur 
faces, the implant carrying Within the Wall thickness a 
plurality of separate elements made of an element mate 
rial other than the Wire or sheet material, the elements 
being disposed at a terminal end of the implant, and 

the elements and the tube having complementary tapered 
mating surfaces extending longitudinally from the ter 
minal end along a longitudinal axis of the tube for 
achieving a taper form ?t of the elements on to the tube 
along a plane traversing the radial Wall thickness. 

4. An implant as claimed in claim 3, Wherein each of the 
elements comprises a spoon. 

5. A medical device, comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of independent markers; and 
a plurality of marker carriers each having an arroWhead 

shape With a barbed arroWhead base end disposed to 
engage the terminal implant end and an opposing end 
directed aWay from the terminal implant end, Wherein a 
periphery of the marker carrier is tapered inWardly 
toWard the longitudinal axis. 

6. The device of claim 5, the arroWhead shape including at 
least one barb pointing in a direction toWards the terminal 
implant end. 
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7. The device of claim 6, the at least one barb de?ning a gap 

betWeen the at least one barb and a marker carrier shaft 
joining the implant and the marker carrier. 

8. A medical device, comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of separate markers; and 
a plurality of marker carriers disposed at the terminal 

implant end, each of the marker carriers including a 
tapered periphery, a ?rst portion disposed to engage the 
terminal implant end, and a second portion, the ?rst 
portion disposed betWeen the terminal implant end and 
the second portion and de?ning a ?rst direction from the 
?rst portion to the second portion, the ?rst and second 
portions having Widths transverse to the direction, the 
?rst portion Width being less than the second portion 
Width, 

the marker carriers including a transition portion de?ning a 
transition from the ?rst portion Width to the second 
portion Width, the transition portion including at least 
one projection disposed to extend from the ?rst portion 
in a second direction opposite to the ?rst direction. 

9. A medical device, comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of markers circumferentially separated; and 
a plurality of marker carriers disposed at the terminal 

implant end, each of the marker carriers including a 
tapered periphery, a ?rst portion disposed to engage the 
terminal implant end, and a second portion, the ?rst 
portion disposed betWeen the terminal implant end and 
the second portion and de?ning a direction from the ?rst 
portion to the second portion, the ?rst and second por 
tions having Widths transverse to the direction, the ?rst 
portion Width being less than the second portion Width, 

the marker carriers including a transition portion de?ning a 
transition surface from the ?rst portion Width to the 
second portion Width, the transition surface having an 
undulation along a plane orthogonal to the direction. 

10. A medical device, comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of markers circumferentially separated; and 
a plurality of marker carrier disposed at the terminal 

implant end, each of the marker carriers including a 
tapered periphery, a ?rst portion disposed to engage the 
terminal implant end, and a second portion, the ?rst 
portion disposed betWeen the terminal implant end and 
the second portion and de?ning a direction from the ?rst 
portion to the second portion, the ?rst and second por 
tions having Widths transverse to the direction, the ?rst 
portion Width being less than the second portion Width, 

the marker carrier including a transition portion de?ning a 
transition surface from the ?rst portion Width to the 
second portion Width, the transition surface de?ning a 
gap betWeen the ?rst portion and the second portion 
along a plane orthogonal to the direction. 

11. A medical device, comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of marker carriers disposed at the terminal 

implant end, each of the marker carriers having a Wide 
portion and a narroW portion, the narroW portion dis 
posed betWeen the Wide portion and the implant end, the 
Wide portion de?ning an exterior surface disposed in a 
plane traversing the longitudinal axis; and 
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a plurality of separate markers, each disposed to engage the 
exterior surface of the Wide portion in order to resist 
radially-inWard movement relative to its respective 
marker carrier. 

12. The device of claim 11, each marker disposed to engage 
the entire exterior surface of the Wide portion Within the plane 
traversing the longitudinal axis. 

13. The device of claim 11, the narroW portion de?ning an 
exterior surface disposed in a plane orthogonal to the longi 
tudinal axis, each marker disposed to engage the exterior 
surface of the narroW portion. 

14. A medical device, comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of marker carriers disposed at the terminal 

implant end, each of the marker carriers having a Wide 
portion and a narroW portion, the narroW portion dis 
posed betWeen the Wide portion and the terminal implant 
end; and 

a plurality of separate markers, each having an exterior 
surface de?ning a cavity, at least a portion of a respective 
one of the marker carriers disposed Within the cavity 
such that the marker carriers resist radially-inWard 
movement of the markers. 

15. The device of claim 14, the Wide portion disposed 
entirely Within the cavity. 

16. The device of claim 14, a part of the narroW portion 
disposed Within the cavity. 

17. A medical device comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of marker carriers disposed at the terminal 

implant end, each having an outer peripheral surface 
disposed in a plane at least in part intersecting the lon 
gitudinal axis; and 

a plurality of separate markers, each having an inner 
peripheral surface disposed in a plane at least in part 
intersecting the longitudinal axis, 

at least a portion of the outer peripheral surface abutting at 
least a portion of the inner peripheral surface along a 
rebated surface to engage each of the markers With its 
respective marker carrier, the inner and outer surfaces 
abutting When an outer circumferential surface of each 
of the marker carriers aligns With an outer circumferen 
tial surface of its respective marker. 

18. A medical device comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of marker carriers disposed at the terminal 

implant end, each having an outer peripheral surface 
disposed in a plane at least in part intersecting the lon 
gitudinal axis; and 

a plurality of separate markers, each having an inner 
peripheral surface disposed in a plane at least in part 
intersecting the longitudinal axis, 

at least a portion of the outer peripheral surface abutting at 
least a portion of the inner peripheral surface along a 
rebated surface to engage each of the markers With its 
respective marker carrier, the inner and outer surfaces 
abutting When an inner circumferential surface of each 
of the marker carriers aligns With an inner circumferen 
tial surface of its respective marker. 

19. A medical device comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
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12 
a plurality of marker carriers disposed at the terminal 

implant end, each having an outer peripheral surface 
disposed in a plane at least in part intersecting the lon 
gitudinal axis; and 

a plurality of unconnected markers, each having an inner 
peripheral surface disposed in a plane at least in part 
intersecting the longitudinal axis, 

at least a portion of the outer peripheral surface abutting at 
least a portion of the inner peripheral surface along a 
rebated surface to engage each of the markers With its 
respective marker carrier, the inner or outer peripheral 
surfaces de?ning a tapered edge in a plane traversing the 
longitudinal axis. 

20. A medical device comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of marker carriers disposed at the terminal 

implant end, each having an outer peripheral surface 
disposed in a plane at least in part intersecting the lon 
gitudinal axis; and 

a plurality of unconnected markers, each having an inner 
peripheral surface disposed in a plane at least in part 
intersecting the longitudinal axis; 

at least a portion of the outer peripheral surface abutting at 
least a portion of the inner peripheral surface along a 
rebated surface to engage each of the markers With its 
respective marker carrier, at least a portion of the outer 
peripheral surface abutting at least a portion of the inner 
peripheral surface. 

21. A medical device comprising: 
an implant de?ning a longitudinal axis and a terminal 

implant end; 
a plurality of marker carriers disposed at the terminal 

implant end and having an outer peripheral surface dis 
posed in a plane at least in part intersecting the longitu 
dinal axis; and 

a plurality of disconnected markers, each having an inner 
peripheral surface disposed in a plane at least in part 
intersecting the longitudinal axis, 

at least a portion of the outer peripheral surface abutting at 
least a portion of the inner peripheral surface along a 
rebated surface to engage each of the markers With its 
respective marker carrier, each marker carrier including 
a Welding area portion de?ning the outer peripheral sur 
face, the Welding area portion consisting of a melted 
portion of the marker carrier. 

22. A method, comprising: 
inserting a marker carrier disposed on a terminal end of an 

implant into an internal cavity of one of a plurality of 
unconnected markers, the cavity de?ned by a peripheral 
surface of the one marker; 

abutting the marker peripheral surface against an exterior 
surface of the marker carrier, the abutting surfaces hav 
ing a complimentary taper in a direction traversing a 
thickness of the marker; and 

joining the marker to the marker carrier. 
23. A method, comprising: 
aligning a plurality of unconnected markers extending 

from a tube With a plurality of respective marker carriers 
extending from a terminal end of a tubular implant; 

inserting the marker carriers into internal cavities of the 
markers, the cavities de?ned by a peripheral surface of 
the marker; 

joining each of the markers to the marker carriers at com 
plimentary tapered mating surfaces tapering in a radial 
direction of marker carrier; and 

separating the tube from the markers. 
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24. A method, comprising: 
disposing a plurality of unconnected markers in a prede 

termined position relative to a plurality of respective 
marker carriers engaging a terminal end of a tubular 
implant de?ning a longitudinal axis; 

maintaining the predetermined position in a longitudinal 
direction parallel to the axis and in a circumferential 
direction about the axis With opposing mating surfaces 
of the markers and marker carriers; and 

maintaining the predetermined position in a radial direc 
tion relative to the axis With opposing angled mating 
surfaces. 

25. A method, comprising: 
disposing a plurality of separated markers in a predeter 
mined position relative to a longitudinal axis de?ned by 
a tubular implant disposed With a terminal implant end 
proximate the markers; 

disposing a plurality of marker carriers extending from the 
terminal implant end to abut peripheral edges of the 
markers; and 

14 
aligning the marker carriers relative to the markers by 

engaging mating surfaces having a cross-sectional taper 
in a plane traversing the axis. 

26. A method, comprising: 
disposing a plurality of separated markers proximate a 

terminal end of a tubular implant de?ning a longitudinal 
axis; 

de?ecting a plurality of marker carriers extending from the 
terminal end of the tubular implant aWay from the axis to 
a radial distance greater than a radial distance betWeen 
the markers and axis; 

moving the marker carriers to a position radially adjacent 
the markers; 

de?ecting the marker carriers toWard the axis to a radial 
distance equal to the radial distance betWeen the markers 
and axis; and 

engaging the markers With the marker carriers at compli 
mentary tapered mating surfaces tapering in a radial 
direction of the implant. 

* * * * * 


